* MILL TEST CERTIFICATE FOR PRE-PAINTED GALVANIZED IRON COILS

Customer Sample MTC Date e
Product PPGI
Certificate No C01-10-19 Standard JIS G 3312
Dimension Coating Thickness Base Steel Chemical Composition % Base Steel Mechanical Properties
Hage | e RAL No. & het
S.No. FINISHED COIL NUMBER cT Std Width | Top Coat| Primer Coat 60 Coloi Nama weight c M si P s Al YS TS EL Hardness
(mm) (mm) (microns)| (microns)| (microns)|  (Gu) MT Mpa Mpa % HRB
1 CC-X90916-0147-PCK 0.45 1000 20 6 9 55 m_mzww%:_a 4582 | 0.05 | 021| TR | 0013 0002] - 274 360 36 59
2 CC-X90916-0148-PCK 0.45 1000 20 6 9 55 m_mswﬁ_u%zs 4304 | 0.05|021| TR |o0013|0002| - 274 360 36 59
3 CC-X90916-0161-PCK 0.45 1000 20 6 9 55 - _mswﬁ_u%:;m 4352 | 005 | 021 TR | 0013|0002 - 274 360 36 59
4 CC-X90916-0160-PCK 0.45 1000 20 6 9 55 m_mzwﬁ_u%:_s 4418 | 005 | 021| TR | 0013|0002 - 274 360 36 59

WE CERTIFY FULL COMPLIANCE WITH SPECIFICATION AND SIZE IN CLAUSE - COMMODITY TO BE SHIPPED
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