MILL TEST CERTIFICATE FOR GALVANIZED MATERIAL

Customer IDEAL STEEL L Aprl 15208
m
usto Product JIS G 3302 HDGC ( SGCC)
Certificate No C11-04-20 Surface Treatment RCX
Dimension . Base Steel Chemical Composition % Tensile Test
Eine Net Hardness
S.No. FINISHED COIL NUMBER TcT Std Width Coating | weight : Ys TS EL Remarks
C Mn Si P S Al
(mm) (mm) g/ m’ KG (N/mm?) (N/mm?) % HRB
1 GC-XA0310-1856 1.00 1219 100 4774 0.04 | 0.19 | 0.010| 0.017 | 0.006 - 270 330 40 59
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